Basics of Boat Building
Before unpacking DuraKore, you must build the mould
frames to which DuraKore will be attached. Mould frame
construction and frame set up are covered very thoroughly
in “The Gougeon Brothers on Boat Construction”.
Lofting is the process of translating the small scale lines
from the designer’s drawings into the full scale of the
actual boat size. It is a complex, time consuming
procedure, and a critical procedure that affects the final
appearance and performance of a boat. While some will
want to perform this task, many (especially first time
builders) may wish to have CNC routed frames supplied
by ATL Composites if their plans are computer generated.

• Once the temporary mould frames are constructed
and set up, cover all edges that the DuraKore strip
planks will be attached with plastic packaging tape. This
prevents any epoxy that squeezes out from adhering to
the temporary mould frames.

Before lofting, or ordering CNC routed frames, and
constructing mould frames, you must decide between
using a male mould or a female mould configuration. In
a male mould configuration, the boat is built upside
down, over the mould frames. In a female configuration,
the boat is built right side up, on the inner of the mould
frames. Each has its advantages and disadvantages.

Construction and Set Up of the
Mould Frames
There are many excellent resources that describe mould
frame construction and set up procedures in detail. Here
are a few recommendations ATL Composites make due
to the unique nature of the DuraKore Strip Composite
technique.
• Make certain the material you use to build the mould
frames (such as plywood or chip board) will hold the
screws or nails you will use to attach the DuraKore strip
planks.
• DuraKore generally requires fewer mould frames than
other methods of one-off construction. The mould
frames can be spaced up to 1050mm apart, depending
on hull shape and DuraKore thickness. In areas of greatest
curvature, additional mould frames should be used. If
possible, discuss mould frame spacing with the designer
of your particular boat or the technical staff at
ATL Composites.
• When using male mould frames, do not position them
directly on the floor, but rather attach them to a strongback that is high enough off the floor to allow access to
the interior of the hull, even after all the DuraKore strip
planks are attached. This will enable you to scrape off
excess epoxy that squeezes from between the strips
before it hardens.

3

Male Mould Frames
When using male mould frames, a boat is built upside
down by attaching DuraKore strips to the outer of the
frames, laminating the outer skin, removing the hull from
the frames and turning it over, then laminating the inner
skin and adding stringers, bulkheads and interior
framing.
Advantages :
• It is much easier to work from the outside of the boat
while attaching the DuraKore strips.
• The hull needs to be turned only once; after laminating
and finishing the outer skin.
Disadvantages :
• The hull structure can lose shape if pulled from the
mould frames during the turning procedure, so a number
of the temporary mould frames must be left in place
when turning, or a number of permanent mould frames
(such as bulkheads) must be incorporated in the mould
frame set up.
• When building over male mould frames you must crawl
underneath the overturned hull form to scrape excess
epoxy/filler that squeezes from beneath each strip plank;
or, if left until after turning, you must sand the cured
excess before proceeding with lamination.

Epoxy and DuraKore
Epoxy resin, often in combination with various fillers,
plays an integral part in the DuraKore Strip Composite
Technique.
1. vdl Composites recommend WEST SYSTEM® 105
resin/hardener mixture is used to seal the DuraKore
planks before scarfing.
2. A mixture of resin, hardener and 413 Microfibres high
density filler is used to glue the scarfed DuraKore planks
to make the length of the boat under construction.
3. A mixture of epoxy, hardener and 405 Filleting Blend
low density filler is used to glue the edge of its adjacent
strip during "planking".
4. A mixture of epoxy, hardener and 413 Microfibre
Blend is used to fill any gaps between strip planks
and to fill nail/screw holes after the nail/screws
have been removed.
5. Resin/hardener is used to laminate the fibreglass
reinforcements on either side of the DuraKore.
6. Finally, a mixture of resin, hardener and 410
Microlight low density filler is used to make a fairing
compound for final fairing of the hull and deck.

Working with Epoxy Resins,
Hardeners & Fillers
Most problems related to the proper curing of epoxy can
be traced to the wrong ratio of resin and hardener.
Accurate measurement and strict adherence to
manufacturer's instructions are critical. Essentially, error
free epoxy mixing involves three separate steps:
1. Dispense and measure the proportion of resin and
hardener into a mixing pot. Begin with a small batch if
you are unfamiliar with the pot life or coverage of the
epoxy.
2. Stir the two ingredients together thoroughly with a
wooden mixing stick (2 minutes is recommended).
Scrape the sides and the bottom of the pot as you mix.
Use the flat end of the mixing stick to reach the inside
corner of the pot.
3. W hen fillers are required, stir them into the epoxy
AFTER the resin and hardener have been thoroughly
mixed.
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If you are going to be using the mixture out of a roller
pan, mix it thoroughly in a mixing pot before transferring
it to the roller pan. DO NOT USE a power mixer unless
you thoroughly scrape the sides and corners of the
mixing pot while mixing.
WEST SYSTEM 301 dispensing pumps mount directly
onto the resin and hardener containers and have been
calibrated to deliver the correct mix ratio with one full
pump stroke of each.
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